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Structure formation of the highly polar molecule cytosine on the �111� cleavage plane of calcium fluoride is
investigated in ultrahigh vacuum using noncontact atomic force microscopy at room temperature. Molecules
form well-defined trimer structures, covering the surface as homogeneously distributed stable structures.
Density-functional theory calculations yield a diffusion barrier of about 0.5 eV for individual molecules
suggesting that they are mobile at room temperature. Furthermore, it is predicted that the molecules can form
trimers in a configuration allowing all molecules to attain their optimum adsorption position on the substrate.
As the trimer geometry facilitates hydrogen bonding between the molecules within the trimer, we conclude that
the stabilization of individual diffusing molecules into stable trimers is due to a cooperative mechanism
involving polar interactions between molecules and substrate as well as hydrogen bonding between molecules.
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Precise control of molecular structure formation on sur-
faces is most important for creating functional molecular de-
vices for future molecular �opto� electronics applications.1

Molecular self-assembly has been identified as a powerful
method to create tailor-made structures ranging form clus-
ters, unidirectional rows to complex molecular networks.2–5

Until now, the vast majority of experimental molecular ad-
sorption studies has been carried out on metallic or semicon-
ducting rather than insulating substrates.6,7 This is largely
due to the fact that many surface-science techniques require
conductive substrates and are, therefore, not suited for study-
ing insulating materials. In particular, scanning tunneling mi-
croscopy cannot be applied for imaging of insulating sur-
faces. Only very recently, direct-space imaging of molecular
self-assembly has been extended to dielectric substrates us-
ing noncontact atomic force microscopy �NC-AFM�.8–21 So
far, however, controlled structure formation has been hin-
dered by weak and unspecific molecule-substrate interac-
tions, frequently leading to clustering and bulk crystal for-
mation of the molecules at step edges15 or aggregation into
structures of several nanometers in width.16,17 Recently,
cleavage step edges and patterning by electron irradiation on
KBr�001� �Ref. 22� have been exploited as strategies to re-
strict molecular motion on insulating surfaces and to create
stable molecular structures.18–21

Here, we report upon a rational approach toward molecu-
lar structure formation based on a careful selection of a sys-
tem having well-balanced molecule-molecule as well as
molecule-substrate interactions. Molecular trimers are an-
chored at an ionic surface by employing the electrostatic in-
teraction between the molecules having a high dipole mo-
ment and an ionic crystal, namely, CaF2�111�. The molecule
of choice is cytosine, C4H5N3O, as it �i� provides a high
dipole moment ��6 to 8 D �Refs. 23–27�� with �ii� an esti-
mated distance between the partial charges of �4 Å close to
atomic distances of the CaF2�111� surface. Moreover, the
molecular structure allows for formation of intermolecular
hydrogen bonds,28 enabling the stabilization of molecular tri-
mers at room temperature. From an interplay between ex-

periment and density-functional theory �DFT� calculations
we infer the details of trimer formation. In its optimum ad-
sorption position, an individual molecule anchors with the
negatively charged part above a calcium ion in the second
layer while the positively charged part of the molecule is
close to two fluorine ions in the first layer. The calculated
diffusion energy of 0.5 eV �with an uncertainty of �0.1 eV�
indicates that individual molecules should be mobile at room
temperature, in good agreement with the evidence from ex-
periment. When arranged in a hydrogen-bonded trimer struc-
ture, however, the diffusion barrier can be anticipated as
three times as high as the diffusion barrier for an individual
molecule, which cannot be overcome at room temperature.

All measurements were performed in ultrahigh vacuum
�UHV� at room temperature using NC-AFM operated in the
frequency modulation mode.29 The experimental setup has
been described previously.30 In NC-AFM, the change in
eigenfrequency, �f , of an oscillating cantilever is the imag-
ing signal that is fed into a distance feedback control loop.
For all images shown here, the distance feedback loop was
set very slow in order to provide quasiconstant-height im-
ages while still following the overall tilt of the sample
surface.31,32 Fast and slow scan directions are indicated by
the arrows in the upper right corner in the images. The im-
ages shown here are selected from a large number of mea-
surement sessions taken with different tips and after repeated
sample preparation. Multiple-tip artifacts appeared to occur
rather frequently for the presented system.

The CaF2 crystals were purchased from Korth Kristalle
�Altenholz, Germany�. After insertion into UHV, the crystals
were outgassed at 425 K for 2 h before cleavage. Our cleav-
age procedure results in atomically flat terraces of about
1 �m2 dimensions.33 After cleavage, the samples were an-
nealed at 350 K for 1 h to remove surface charges.34 The
cleanliness of the surface and the performance of the tip were
carefully checked before deposition of the molecules. On
bare substrate surfaces atomic resolution was always
achieved. Cleaved CaF2�111� has the stacking sequence
F−-Ca2+-F− and is fluorine terminated as shown in the model
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in Fig. 1�a�. NC-AFM imaging allows for unambiguous
identification of the fluorine and calcium sublattices.35–37 The
surface has a threefold symmetry and the nearest-neighbor
distance between two fluorine atoms is 3.86 Å. A model of
cytosine is shown in Fig. 1�b�. The molecules �Sigma-
Aldrich, Steinheim, Germany� were thoroughly outgassed at
360 K for 24 h before sublimation onto the surface from a
homemade Knudsen cell heated to 400 K. The coverage
shown in this study was obtained after 40 s deposition onto
the sample held at room temperature positioned �9 cm
apart from the Knudsen cell.

An overview over the molecule-covered surface is shown
in Fig. 2. The total coverage amounts to �7�1�% of an
entirely covered surface. Molecular features are observed to
be homogeneously distributed over the surface. The size of

these features is significantly larger than what is expected for
single molecules. Thus, we conclude that individual mol-
ecules diffuse on the surface and nucleate into clusters. Most
of these clusters have a well-defined size and appearance
while only a few larger and structurally less regularly shaped
clusters are observed. The underlying CaF2�111� lattice can-
not be simultaneously resolved together with the molecules,
for similar reasons as those explained previously for formate
on MgO�100�.38 We can, however, unambiguously assign the
crystal directions by comparison to atomically resolved im-
ages of bare CaF2�111� taken before molecule deposition.

A more detailed view of the area marked in Fig. 2 is
shown in Fig. 3�a�. In this image, the most dominant, well-
defined structures and several exceptional clusters are clearly
visible. One of these dominant clusters �marked by box�1�� is
reproduced with higher resolution in Fig. 3�b�. Each cluster
is composed of three lobes and we conclude that each of
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FIG. 1. �Color online� Model of surface and molecule used in
this study. �a� Sketch of the CaF2�111� surface. Bright and dark
gray circles represent fluorine ions of the first and third layer, re-
spectively. In between, Ca2+ ions are located �black circles�. �b�
Sketch of the cytosine molecule. Circles mark carbon atoms, nitro-
gen atoms �N�, hydrogen atoms �H� or an oxygen atom �O�.
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FIG. 2. �Color online� Overview of a CaF2�111� terrace covered
with cytosine molecules. Homogeneously distributed clusters are
observed. The two most dominant structures accounting for
�75�3�% of all clusters have well-defined size and appearance.
The marked area is reproduced in high resolution in Fig. 3. Average
�f =−7.7 Hz.
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FIG. 3. �Color online� �a� High-resolution image of the area
marked in Fig. 2. Besides the dominant molecular trimer structure
as marked by box �1�, also tetramers �boxes �2� and �3�� and a few
less well-defined structures are observed. The trimer structures are
by far the most frequently observed clusters. �b� Zoom into the
trimer structure marked with �1� in �a�. �c� Zoom into the tetramer
structure marked with �2� in �a�. Average �f =−6.2 Hz. Note that
all images shown here are taken from left to right. Due to the slow
feedback loop setting used in this study, the protruding molecular
features appear bright on the left side and have a dark “shadow” to
the right.
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them represents a cytosine molecule. Note that the clusters
do not exhibit a sixfold but only threefold symmetry due to
the underlying substrate. Besides these trimers, slightly
larger clusters are observed �boxes �2� and �3��, see also Fig.
3�c�. These structures resemble the trimers with one addi-
tional feature attached to the trimer. Due to the threefold
lattice symmetry, these tetramers appear in three different
orientations, two of which are shown in the boxes �2� and
�3�. By far the most of the agglomerates found on the surface
can be associated to trimer �58�3�% and tetramer clusters
�17�3�%. A small fraction of other species exist on the
surface, which cannot be assigned unambiguously. These
features might originate from impurities such as adsorbed
molecules from the residual gas, especially water, or defects
on the surface.

DFT calculations were performed to unravel the optimum
adsorption position of individual cytosine molecules on
CaF2�111�. Here, we employed the SIESTA DFT package39

with DZP basis sets, Troullier-Martins pseudopotentials, and
a mesh cutoff energy of 100 Ry. Due to the structural rigidity
of CaF2�111�, only one F-Ca-F triple layer was used to simu-
late the substrate. One molecule of cytosine was placed on a
2�2 surface unit cell. Full relaxation of all molecular coor-
dinates results in the optimum structure as shown in Fig. 4�a�
associated with an adsorption binding energy of 0.65 eV. In
this configuration, the negatively charged part of the mol-
ecule around the oxygen atom is located above a calcium ion
of the second layer while the positive part of the molecule
around the amine group is above two fluorine ions of the
topmost surface layer, pointing to the electrostatic nature of
the molecule-substrate interaction. To investigate mobility
along the surface, the molecule was shifted laterally and ro-
tated around the surface normal �all controlled by two posi-
tion and one rotation parameter�, while allowing all other
molecular coordinates to relax. These calculations reveal that

diffusion is possible in all directions associated with barriers
of about 0.5 eV. All energies resulting from DFT in this
system should be taken with some care. On the one hand, the
use of only one F-Ca-F triple layer might be considered too
thin; however, test calculations with thicker slabs demon-
strate convergence of the single-layer calculations. On the
other hand, relaxations of the substrate are neglected. The
most severe approximation, however, lies in the use of the
DFT itself for a weakly bonded adsorbate system, leading to
uncertainties �probably underestimation� in the adsorption
energy. Based on more elaborate correlation-energy studies
for other systems40 we estimate that the adsorption energy
might be in the range of 0.6–1.0 eV. Also, we estimate the
uncertainty of our diffusion energies to be �0.1 eV. Note
that, in spite of its simplicity, the local-density approximation
to DFT employed in this paper has been shown to be the
most reliable density functional for weakly interacting
systems.40 Based on the optimum adsorption position ob-
tained by DFT, we develop a model of the trimer structure as
shown in Fig. 4�b�. In this configuration, the molecules are
placed at the optimum adsorption position as shown in Fig.
4�a�. As can be seen, the molecules can readily form a three-
membered ring by hydrogen bonding between the oxygen
atoms and the hydrogen atoms of the amino group. The re-
sulting distance between the nitrogen and the oxygen atoms
is about 3 Å in the unrelaxed configuration. It is, however,
very likely that the molecules rotate slightly inwards around
an axis through the oxygen atom normal to the surface in
order to reduce the nitrogen-oxygen distance thereby increas-
ing the hydrogen bond strength. The cost of a 20° rotation is
about 0.3 eV per molecule as obtained from the DFT calcu-
lation while the gain for forming a strong hydrogen bond can
be as high as 0.65 eV.41 We want to stress that the resulting
arrangement implies a well-defined orientation with three-
fold symmetry of the trimer on the surface. This orientation
is exactly the one observed experimentally.

Note that the molecular arrangement is prochiral, i.e., the
molecules themselves are nonchiral, while two mirror-
symmetric enantiomers form when constraint to a two-
dimensional surface. As a consequence of this surface chiral-
ity, also the trimers exist in two enantiomers and both of
them should be present on the surface. Based on our NC-
AFM images, it is, however, not possible to differentiate be-
tween the two forms.

We now discuss a possible structure model for the tetram-
ers. A very likely explanation for tetramers is that they con-
sist of a trimer with an additional cytosine molecule attached
to the trimer ring as shown in the model in Fig. 4�c�. When
assuming the same adsorption position with respect to the
CaF2�111� lattice, the molecule might anchor to the trimer by
electrostatic interaction between the negatively charged part
around the oxygen atom of the additional molecule and the
positively charged part of one of the trimer molecules. As-
suming such a molecular structure, one anchoring site exists,
which should appear in three different orientations due to the
threefold symmetry of the substrate. Indeed, we observe �i�
the correct anchoring position with respect to the trimer ring
and �ii� the three equivalent tetramer configurations in
roughly equal amounts in our experiments. Two out of these
three configurations are found in Fig. 3�a�, �2� and �3�.42
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FIG. 4. �Color online� �a� Optimum adsorption position as ob-
tained by DFT calculations. �b� Model of the trimer structure based
on �a�. Three molecules forming a hydrogen-bonded ring are posi-
tioned onto the surface with all molecules adopting the optimum
adsorption position shown in �a�. �c� Model of the tetramer structure
based on �b� and an additional molecule adopting the optimum ad-
sorption position as shown in �a�.
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In the following, we discuss the diffusion energies in-
volved in the formation of the observed trimer structures. We
never observed mobile individual molecules nor hopping
events of individual molecules. The smallest stable entity
observed are clusters of three molecules. This result readily
indicates that individual molecules are mobile at room tem-
perature. To compare this experimental result with the calcu-
lated diffusion barrier of �0.5 eV, we consider the hopping
rate equation43,44 and calculate the hopping rate correspond-
ing to an energy barrier of 0.5 eV. The attempt frequency h0
of organic molecules on metallic surfaces is known to be on
the order of 1010–1013 s−1.43,45 Using this range for the at-
tempt frequency results in a hopping frequency of 40 to
40 000 events per second, thus, individual molecules are
highly mobile at room temperature, in good agreement with
our experimental findings. On the other hand, when as-
sembled into a three-membered ring, the cytosine trimers are
observed to be immobile at room temperature. When com-
paring the diffusion barrier of a cluster with those of the
individual molecules, it is important to consider whether the
molecules within the cluster maintain their optimum adsorp-
tion position or not. As long as the optimum adsorption po-
sition is preserved, a simple summation of the individual
diffusion barriers can serve as a rough estimate for the dif-
fusion barrier of the cluster. As we see from comparing our
DFT calculations with the experimental results, the position
of the cytosine molecules within the clusters is very close to

the optimum adsorption position of an individual molecule.
Thus, in this case, the summation of diffusion barriers is
justified, yielding a diffusion barrier of �1.5 eV for a trimer,
which is far too high to be overcome at room temperature.
Thus, the relatively large diffusion barrier of individual mol-
ecules in the first place in combination with the ability to
assemble in hydrogen-bonded rings results in the formation
of stable molecular structures on the terraces at room tem-
perature.

In conclusion, our results indicate that choosing a well-
adapted molecule-substrate system allows controlled struc-
ture formation on an insulating surface. Exploiting the coop-
erative mechanism between the polar molecule-substrate
interaction and the molecule-molecule hydrogen bonds ap-
pears to be responsible for creating trimers on terraces away
from step edges or other nucleation centers. This approach
should be applicable for other molecule/substrate systems,
extending controlled molecular self-assembly from metallic
surfaces to dielectric substrates.
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